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Pavement Database: NetworkID: Shishmaref
Last A
Branch ID Section ID Last Surface Use Rank | Lanes| True Area Insp:ztion p?te PCI
Const. (SqFt) Date Inspection
Date
100 (TAXIWAY A) 100-01 07/14/1993 ST TAXIWAY P 0 12,364.00 06/25/2001 8 40.00
4100 (APRON) 4100-01 07/14/1993 ST APRON P 0 38,600.00 06/25/2001 8 61.00
6100 (RUNWAY 5-23) 6100-01 07/14/1993 ST RUNWAY P 0 75,000.00 06/25/2001 8 21.00
6100 (RUNWAY 5-23) 6100-02 07/14/1993 ST RUNWAY P 0 225,000.01 06/25/2001 8 21.00
6100 (RUNWAY 5-23) 6100-03 07/14/1993 ST RUNWAY P 0 75,000.00 06/25/2001 8 18.00
6100 (RUNWAY 5-23) 6100-04  07/14/1993 ST RUNWAY S 0 31,500.00 06/25/2001 8 52.00
6100 (RUNWAY 5-23) 6100-05 07/14/1993 ST RUNWAY S 0 31,500.00 06/25/2001 8 56.00
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Arithmetic PCI Weighted
Average Standard Average
Average Total Number PCI Deviation PCI
Age Age At Area of
Category | |pspection (SqFt) Sections
06-10 8.00 488,964.01 7 38.43 17.03 28.43
All 8.00 488,964.01 7 38.43 17.03 28.43




